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	PART  1: Comments



	
	Reviewer’s comment

Artificial Intelligence (AI) generated or assisted review comments are strictly prohibited during peer review.

	Author’s Feedback (Please correct the manuscript and highlight that part in the manuscript. It is mandatory that authors should write his/her feedback here)

	Please write a few sentences regarding the importance of this manuscript for the scientific community. A minimum of 3-4 sentences may be required for this part.


	Yes, corrosion protection of Al surface in acidic corrosive environment becomes a very vital issue in industries
	

	Is the title of the article suitable?

(If not please suggest an alternative title)


	Yes, the title of the manuscript is appropriate
	

	Is the abstract of the article comprehensive? Do you suggest the addition (or deletion) of some points in this section? Please write your suggestions here.


	In the abstract section, line 6, use Aluminium instead of mild steel
	

	Is the manuscript scientifically, correct? Please write here.
	Yes, Satisfactory
	

	Are the references sufficient and recent? If you have suggestions of additional references, please mention them in the review form.
	References have not been prepared on the basis of the journal template.


	

	Is the language/English quality of the article suitable for scholarly communications?


	Grammatical errors can be found in various parts of the paper, which must be corrected.
	

	Optional/General comments


	In this research, corrosion behavior of Aluminium was evaluated in the presence of an environmental-friendly inhibitor (Hibiscus sabdariffa Ethanolic Leaf Extracts) in acidic environment using electrochemical techniques. This article is well written and is capable of publishing in this journal after a Minor Revision. The items that need to be corrected are as follows:

1: In the abstract section, line 6, use aluminum instead of mild steel

2: In the introduction section, in the third paragraph, instead of [2] use of Silvia et al. [2], use the same instructions in the next paragraphs until reference 21

3: Add a summary of the work done in this project in the form of one paragraph at the end of the introduction.

4: In the Electrochemical Measurement section (2.3), the inhibition efficiency (IE%) equation for the potentiodynamic polarization test should be brought.

5: In Table 2, the polarization resistance (Rp) parameter should also be calculated and included in this table.

6: Alongside the SEM test, to prove the physically adsorbed inhibitor, one of the FTIR or Raman tests must be brought from the surface of the aluminum after immersion in HCl environments.

7: The quality of figure 7 should be improved (scanned version is not acceptable).

8: References have not been prepared on the basis of the journal template.

9: English language should be improved.
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	(If yes, Kindly please write down the ethical issues here in detail)
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