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	Reviewer’s comment

Artificial Intelligence (AI) generated or assisted review comments are strictly prohibited during peer review.

	Author’s Feedback (Please correct the manuscript and highlight that part in the manuscript. It is mandatory that authors should write his/her feedback here)

	Please write a few sentences regarding the importance of this manuscript for the scientific community. A minimum of 3-4 sentences may be required for this part.


	This paper is very important because it discussing the testing methods and mechanical properties, microstructure, pore characteristics, permeability, and freeze-thaw durability of porous concrete, and explores the intrinsic relationships between these properties. It will help scientific research to use different approach tha can also analyse porous concrete.
	

	Is the title of the article suitable?

(If not please suggest an alternative title)


	The topic is not suitable. The topic supposed to correspond with the report.
I suggest “Review of Characterization and Testing Methods for the Mechanical, Microstructure, Pore, Permeability, and Freeze-Thaw Properties of Porous Concrete”


	

	Is the abstract of the article comprehensive? Do you suggest the addition (or deletion) of some points in this section? Please write your suggestions here.


	The abstract is well written but there are few details missing. The abstract highlights the properties of porous concrete being tested and the testing methods.
	

	Is the manuscript scientifically, correct? Please write here.
	The manuscript is scientific correct but most of details are missing . the author did write about the , flexural strength of porous concrete but there are many factors that affect the flexural strength like cement to water ratio, the size of aggregate all these are not mentioned in the manuscript.
	

	Are the references sufficient and recent? If you have suggestions of additional references, please mention them in the review form.
	The references are well written and correct
	

	Is the language/English quality of the article suitable for scholarly communications?


	The author need to relook English quality, I advise you use grammar check.
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	Are there ethical issues in this manuscript? 


	(If yes, Kindly please write down the ethical issues here in detail)
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