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	Author’s Feedback (It is mandatory that authors should write his/her feedback here)



	Please write a few sentences regarding the importance of this manuscript for the scientific community. A minimum of 3-4 sentences may be required for this part.


	The manuscript explains the addition of coconut shells in concrete with replacement of coarse aggregates to promote the production of sustainable concrete. This study tests the effects of coconut shells as partial replacements for coarse aggregates in concrete, concentrating on the durability of the concrete. the study is well –worthy in the scientific literature, especially using as a construction material which is non-biodegradable one.
	

	Is the title of the article suitable?

(If not please suggest an alternative title)


	Yes
	

	Is the abstract of the article comprehensive? Do you suggest the addition (or deletion) of some points in this section? Please write your suggestions here.


	Yes, abstract is comprehensive. But please avoid the recommendation for future research in abstract section
	

	Is the manuscript scientifically, correct? Please write here.
	Yes, it is scientifically appropriate. But the work requires more test and discussions before concluding the positive effect of the waste in concrete
	

	Are the references sufficient and recent? If you have suggestions of additional references, please mention them in the review form.
	No..references need to be improved. Try to include studies with coconut shells in the civil construction industry, especially with pozzolanic mixes. 
	

	Is the language/English quality of the article suitable for scholarly communications?


	Language is suitable, but try to improve the quality of English.
	

	Optional/General comments


	Please include recent citations to compare the results of the study with that available in the literature. Also add some more tests with durability like chloride, acid attacks, water absorption capacity and some microstructural studies.
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