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	Reviewer’s comment

Artificial Intelligence (AI) generated or assisted review comments are strictly prohibited during peer review.

	Author’s Feedback (It is mandatory that authors should write his/her feedback here)



	Please write a few sentences regarding the importance of this manuscript for the scientific community. A minimum of 3-4 sentences may be required for this part.


	This study will provide insight for part of replacement of  coarse aggregate with coconut shells which  influence the durability of concrete.
Good attempt to showcase the concrete durability in terms of abrasion resistance, magnesium sulphate attack resistance and sodium chloride attack resistance.

It may be useful for some specific application on concrete sector.
	

	Is the title of the article suitable?

(If not please suggest an alternative title)


	Yes, The present title is suitable.

Influence of Coconut Shell Aggregate Size Variation on the Durability of Concrete


	

	Is the abstract of the article comprehensive? Do you suggest the addition (or deletion) of some points in this section? Please write your suggestions here.


	Abstract should be in single paragraph. Check the spelling in the last sentence of abstract.
	

	Is the manuscript scientifically, correct? Please write here.
	Manuscript is scientifically correct but structural quality analysis is missing.
	

	Are the references sufficient and recent? If you have suggestions of additional references, please mention them in the review form.
	More recent references are needed.
The following references may be included at appropriate section of this article,

https://doi.org/10.1016/j.jmbbm.2023.106095
https://doi.org/10.1016/j.mtcomm.2023.107067
https://doi.org/10.1016/j.ceramint.2023.03.304
	

	Is the language/English quality of the article suitable for scholarly communications?


	Need  improvement on language /English quality of this article.
	

	Optional/General comments


	In introduction section, add more recent insight previous literature to support research gap with more specific.

Materials section,

Figure 1(b) labelling may be in standard font size.
2.3 sections specify the desired properties of coconut shell.

Methods,
Figure 4, Just show before and after scrapping of specimen. No need to show scrapping action is being done by person.

Specify the formula/equation number with citation if needed.

4.2 section include latest insight literature to distinguish with current study.
Figure 5&6 mention the specification separately. In Figure 6 don’t show packet detail.

Figure 7 and 8 specify scientific reason with recent literature insights.

Table 1 captain should be placed above that respective tabular column.
Section 5.4 ANOVA analyses should be described clearly with recent insight literature for disclosing the conclusion appropriately.
FESEM study should be included for structural qualities.
	


	PART  2: 



	
	Reviewer’s comment
	Author’s comment (if agreed with reviewer, correct the manuscript and highlight that part in the manuscript. It is mandatory that authors should write his/her feedback here)

	Are there ethical issues in this manuscript? 


	(If yes, Kindly please write down the ethical issues here in details)


	


Reviewer details:

K P Srinivasa Perumal, India

Created by: DR
              Checked by: PM                                           Approved by: MBM
   
Version: 3 (07-07-2024)

