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	PART  1: Comments



	
	Reviewer’s comment
Artificial Intelligence (AI) generated or assisted review comments are strictly prohibited during peer review.

	Author’s Feedback (Please correct the manuscript and highlight that part in the manuscript. It is mandatory that authors should write his/her feedback here)

	Please write a few sentences regarding the importance of this manuscript for the scientific community. A minimum of 3-4 sentences may be required for this part.


	The manuscripts support the scientific view of using expired drugs as corrosion inhibitors. This practice will reduce the economic cost of corrosion and its prevention and will enhance support environmental protection
	

	Is the title of the article suitable?

(If not please suggest an alternative title)


	Experimental evaluation of inhibition capabilities of expired Promethazine-Theoclate as Inhibitor of mild-steel corrosion in Hydrochloric acid
Or

Experimental evaluation of inhibition capabilities of expired Promethazine-Theoclate on  mild-steel corrosion in Hydrochloric acid
	

	Is the abstract of the article comprehensive? Do you suggest the addition (or deletion) of some points in this section? Please write your suggestions here.


	The abstract is comprehensive as it effectively summarizes the study's objectives, methods, findings, and significance. However authors should include the value of the heat of adsorption, and recast the abstract for simplicity and conciseness. 

The last sentence  “Therefore, this study aims to fill this gap by evaluating the inhibition capabilities of the drug to provide new insights into corrosion science and pharmaceutical applications” Should be moved to the introduction section.
	

	Is the manuscript scientifically, correct? Please write here.
	Yes, the authors used basic corrosion monitoring method to analyse the effectiveness of expired Promethazine-Theoclate as corrosion inhibitor for mild steel corrosion in HCl solution
	

	Are the references sufficient and recent? If you have suggestions of additional references, please mention them in the review form.
	Out of 81 references 54 of them that is more than 63 % are more than 5 years old. 

The old reference can be replaced with more recent references like:
1. Izionworu, V. O., Oguzie, E. E., & Arukalam, O. (2020). Thermodynamic and adsorption evaluation of codiaeum variegatum brilliantissima-zanzibar as inhibitor of mild steel corrosion in 1 M HCl. J. Newviews Eng. Technol. https://doi. org/10, 5281.
2. Onuegbu, I. V., Oguzie, E. E., & Amadi, S. A. (2020). Electrochemical, SEM, GC-MS and FTIR study of inhibitory property of cold extract of Theobroma cacao pods for mild steel corrosion in hydrochloric acid. International Journal of Engineering Trends and Technology (IJETT), 68(2020), 82-87.

3. Izionworu, V. O., Ikenyiri, P. N., & Chie-Amadi, G. O. (2021). Evaluation of Codiaeum Variegatum Brilliantissima-Zanzibar as an Inhibitor of Mild Steel Corrosion in 1 M HCl Using Gravimetric Method. Journal of Newviews in Engineering and Technology (JNET), 3(1).
4. Izionworu, V. O., Byadi, S., Arukalam, I. O., & Nik, W. M. N. W. (2022). Inhibitive mechanism of acid corrosion of cold-rolled steel by polyethylene glycol via experimental, computational and surface analytical approaches. Journal of Bio-and Tribo-Corrosion, 8(1), 14.
	

	Is the language/English quality of the article suitable for scholarly communications?


	It is suitable but need some recasting. For instance, no mention is made of inhibitors before defining it in the second paragraph under introduction section. 
Authors to check this – “2.1.3 Preparation of Concentrated Promethazine Theoclate

Different concentrations of expired drug were prepared. In each liter flask, 10g of the drug was added to

make a solution of sulphuric acid, H2SO4.”
Check - The 3 x 3 cm mild-steel specimens were cut into coupons. Is 3 x 3 cm not the dimension of the coupon?
From time to time, variations in weight loss were observed – at what time interval was this done?
a) Heat of adsorption was calculated with Equation (2.5). – is it equation 2.5 or 5? IS that the equation numbering format?
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	Are there ethical issues in this manuscript? 


	(If yes, Kindly please write down the ethical issues here in details)
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