Editor’s Comment:
The latest version of manuscript JERR 139842, is satisfactory to me. However, the authors should make a number of corrections before publishing it:
--- The next references
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Amankwah, E. A., Agyei, A. A., & Takyi, H. (2018)
Osei, Y. D., & Adinyira, E. (2018)
Oyebade, A., & Olusola, K. O. (2012)
Oyekan, G. L., & Kamiyo, O. M. (2012)
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are present in the references section but are not cited in the text of the article. This must be corrected. If it is not necessary to cite them, then the references should be removed from the list.
--- Tables 1, 3 and 4 must be mentioned in the text of the article, as, for example, Table 2.
--- The following paragraph from the Conclusion is misspelled and incomprehensible:
From the above information and data collected comparing the compressive strength between sandcrete and sawdust blocks it was identify that based on the various strength the was variation in their strength and density test the control specimens was able to withstand the most pressure.
I propose the following change:
Based on the information and data previously collected when comparing the compressive strength of sand concrete blocks and sawdust blocks, it was identified that, based on the variation in their strengths and densities, the control samples were able to withstand the greatest pressure.
The above observations must be corrected before publishing the article.
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