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	Reviewer’s comment

Artificial Intelligence (AI) generated or assisted review comments are strictly prohibited during peer review.

	Author’s Feedback (It is mandatory that authors should write his/her feedback here)



	Please write a few sentences regarding the importance of this manuscript for the scientific community. A minimum of 3-4 sentences may be required for this part.


	There is need to modify work as recent scenario. There is need to characterize adsorbent. 
	

	Is the title of the article suitable?

(If not please suggest an alternative title)


	Title of the article is suitable. 
	

	Is the abstract of the article comprehensive? Do you suggest the addition (or deletion) of some points in this section? Please write your suggestions here.


	Abstract is well describing the article. 
	

	Is the manuscript scientifically, correct? Please write here.
	1. As the adsorbent concentration decreases, qe is increase. So there is need to study for lower concentrations so to get clear picture of adsorption capacity. 
2. If amount of carbon is inversely proportional to adsorption, there should be explain the reasons. 

3.  It must to study characteristics of adsorbent like IR as well as BET so to get more information of surface properties of material.

4. During result and discussion session there is need to explain the amount of cobalt ion in each experiment.  

5. In the study of effect of concentration of time, there is lot of fluctuations in final results. It is not concluding the effect of time on cobalt ion concentration. So there is need to repeat the experiment. 

6. There is need to study the effect of interfering ions on the adsorption on cobalt. 

7. In the application there is need to study the applications of the method for real of commercial samples.

8. It is necessary to study the kinetics of adsorption.
	

	Are the references sufficient and recent? If you have suggestions of additional references, please mention them in the review form.
	There is need to add the recent references. 
	

	Is the language/English quality of the article suitable for scholarly communications?


	1. There is need of lot of improvement in English quality.
2. The notations should be same everywhere e.g. Qe is mentioned as qe in some places. 
	

	Optional/General comments


	There is need to make major corrections in experimental part as mentioned above. Also there is lot of grammatical corrections. 
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