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	Reviewer’s comment

Artificial Intelligence (AI) generated or assisted review comments are strictly prohibited during peer review.

	Author’s Feedback (It is mandatory that authors should write his/her feedback here)



	Please write a few sentences regarding the importance of this manuscript for the scientific community. A minimum of 3-4 sentences may be required for this part.


	This article explores the sandcrete blocks as construction materials that are predominantly used in buildings in West Africa. In these blocks, they utilized same concrete materials except coarse aggregates. Overall, the article and its findings are interesting, however, I have following suggestions which needs to be incorporated in the manuscript before acceptance.
	

	Is the title of the article suitable?

(If not please suggest an alternative title)


	Yes, article is suitable for this journal.
	

	Is the abstract of the article comprehensive? Do you suggest the addition (or deletion) of some points in this section? Please write your suggestions here.


	Yes, abstract is suitable, but it is very length, should be précised in one paragraph.
	

	Is the manuscript scientifically, correct? Please write here.
	Yes, it is correct. But still needs one thorough look to remove typo errors and minor mistakes.
	

	Are the references sufficient and recent? If you have suggestions of additional references, please mention them in the review form.
	Yes, sufficient references.
	

	Is the language/English quality of the article suitable for scholarly communications?


	Yes, suitable language.
	

	Optional/General comments


	I have following general comments for further improvement of this article.
· Abstract should be in one paragraph and summarized.

· 150 * 150 * 150 cubic mm. Should be written as 150(150(150 mm3.

· In tables and Figures: Unit of density should be corrected as: (kg/m3). It is provided as (Kg/m^3) which represents the Kelvin-gram/m^3.

· Mix design is not properly explained, please elaborate with more details.
· What is maximum compressive strength achieved for sandcrete blocks in literature, please compare your results with the literature.

· Discussion of results should be provided.

· W/C ratio: It should be written as w/c ratio.

· Explain the importance of SNR relationship, why it is important.
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