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	Please write a few sentences regarding the importance of this manuscript for the scientific community. A minimum of 3-4 sentences may be required for this part.


	Because fracture resistance is essential to the lifespan of teeth that have had endodontic treatment, the topic of employing intra-orifice barrier materials to reinforce pericervical dentin is clinically significant.


	

	Is the title of the article suitable?

(If not please suggest an alternative title)


	No. 
The whole study is about employing intra-orifice barrier materials to fortify the pericervical dentin in teeth that have undergone endodontic treatment. It is unrelated to bond strength tests, MMP inhibitors, or dentin biomodification.

Author should rethink the title. Alt title- “Effect of Different Intra-Orifice Barrier Materials on the Fracture Strength of Endodontically Treated Teeth – An In Vitro Study

	

	Is the abstract of the article comprehensive? Do you suggest the addition (or deletion) of some points in this section? Please write your suggestions here.


	Its okay as long as its in conformity with the title and study. So the author should first select a suitable title
	

	Is the manuscript scientifically, correct? Please write here.
	Reference 1 and 6 are the same articles quoted twice. 
Mismatch between title and actual study conducted.

Justify the total number of samples selected.

Although pertinent literature is cited in the discussion, it might be extended to:
1. Despite the bioactive qualities of Biodentine, explain why Amalgomer CR outperformed it in this study.
2. Discuss the drawbacks of applying biodentine in locations that are subjected to loads.
3. For current relevance, compare results with those from more recent studies (past five years).
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	Is the language/English quality of the article suitable for scholarly communications?


	Adequate
	

	Optional/General comments


	The manuscript needs a major overhaul.
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