


Determination Of Engineering Properties And Mechanical Properties Of Drumstick Pod (Moringa oleifera)
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The lack of sufficient knowledge about the physical and mechanical properties of agricultural products often leads to higher postharvest losses. Given the importance of the drumstick pod (Moringa oleifera) and the limited information available on its engineering characteristics, this study was conducted to bridge this gap. The research aimed to determine the physical and mechanical properties of drumstick pods to aid in the design and optimization of harvest and postharvest machinery. The engineering properties evaluated included length, width, thickness, arithmetic and geometric mean diameters, mass, sphericity, surface area, and aspect ratio. Mechanical characterization was performed using a Texture Analyzer testing machine following standard procedures to measure the cutting strength of drumstick pod halves of varying lengths. The mean values obtained for geometric mean diameter, surface area, and sphericity were 14.28 mm, 1.186 mm², and 0.45%, respectively. The maximum force required for cutting the drumstick pod was 200.43 N. The results on the engineering and mechanical properties of the drumstick pod provide valuable data for reducing postharvest waste and supporting the mechanization of harvesting, handling, sorting, washing, packaging, storage, and processing operations.
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1. Introduction
Moringa oleifera, commonly referred to as drumstick, is primarily cultivated for its tender pods, which are widely consumed as a vegetable in South Indian cuisine due to their distinct and appealing flavor. The species is known by various vernacular names across India, including Saijan (Hindi), Shevaga (Marathi), Murungai (Tamil), Muringa (Malayalam), and Munagakaya (Telugu). Rockwood et al. (2013), M. oleifera exhibits remarkably high levels of vital nutrients when compared to commonly consumed food items: it contains 7 to 10 times more vitamin C than oranges, 10 times more vitamin A than carrots, 17 times more calcium than milk, 9 times more protein than yogurt, 15 times more potassium than bananas, and 25 times more iron than spinach.  Moringa oleifera has been extensively recognized for its role in combating malnutrition, particularly among vulnerable groups such as infants and lactating mothers. Several studies have demonstrated that the leaves of M. oleifera retain their nutritional integrity when consumed in various forms including raw, boiled, or as dried powder making them a practical dietary supplement across seasons (Oyeyinka et al., 2018).  
	The introduction of the annual cultivar PKM-1 marked a significant advancement in moringa cultivation. This variety has largely supplanted traditional perennial types in South India, owing to its superior adaptability to diverse agro-climatic and soil conditions. PKM-1 demonstrates robust growth even in marginal lands characterized by high temperatures and limited water resources, where cultivation of conventional crops is often unfeasible (Nouman et al., 2014).
Moringa oleifera is widely used in traditional medicine for its diverse healing properties. It helps treat respiratory, infectious, neurological, gastrointestinal, and metabolic disorders, supports reproductive and lactation issues, and provides anti-inflammatory and immune-boosting benefits, making it valuable in both preventive and curative healthcare (Mishra et al., 2012).
Agricultural products often experience losses during different stages such as harvesting, handling, transportation, and processing due to unexpected mechanical loads and stresses. Additionally, many processing operations involve applying force through cutting or compression, which can lead to damage if not properly controlled. Therefore, understanding and evaluating the physical and mechanical characteristics of agricultural materials is essential to minimize mechanical damage, reduce losses throughout harvesting and post-harvest stages, and improve the design and efficiency of processing equipment (Akbarnejad, Azadbakht, & Asghari, 2017; Vishwakarma, Shivhare, & Nanda, 2012).
Efficient processing and safe transportation of agricultural products depend on accurate knowledge of their physical characteristics, including dimensions, form, porosity, surface area, and density (Jahanbakhshi, Yeganeh, & Akhoundzadeh Yamchi, 2016; Topuz, Topakci, Canakci, Akinci, & Ozdemir, 2005).
Density and porosity play a key role in determining structural loads and are vital considerations when designing storage and drying systems (Mpotokwane, Gaditlhatlhelwe, Sebaka, & Jideani, 2008). The stiffness characteristics of agricultural materials serve as indicators of their susceptibility to mechanical damage. Additionally, properties such as weight, volume, density, and geometric mean diameter are commonly used to describe and evaluate agricultural products (Goyal, Kingsly, Kumar, & Walia, 2007; Jahanbakhshi et al., 2016).
Kılıçkan and Güner (2008) investigated the physical and mechanical behavior of olive fruits when subjected to compressive forces. Their findings revealed that both specific deformation and rupture energy varied notably with changes in fruit size and deformation rate, with the greatest variations occurring along the longitudinal axis.
Several researchers have examined the physical and mechanical characteristics of various agricultural products, including banana (Akbarnejad et al., 2017), tomato (Reddy & Srinivas, 2017), crabapple (Altuntaş, 2015), scolymus (Jahanbakhshi et al., 2016), pomegranate (Jithender, Vyas, Abhisha, & Rathod, 2017), and cherry (Çalışır & Aydın, 2004).
The objective of this research is to examine selected engineering and mechanical properties of drumstick pods. The outcomes of this study are expected to contribute to the design and development of equipment and systems that enhance production efficiency while minimizing product loss and mechanical damage.
2. Materials and Methods 
2.1 Determination of engineering properties of drumstick 
In this study, only drumstick (Moringa oleifera) pods at full maturity were selected for analysis. Samples exhibiting any external defects, signs of immaturity, or physical damage were carefully excluded during sorting. To maintain the initial moisture content and physiological integrity prior to experimentation, the drumstick samples were transitioned from refrigerated storage to the laboratory environment to allow equilibration to ambient temperature. Subsequently, the samples underwent moisture determination using a universal moisture meter (AND MX-50 moisture analyzer, Japan), which offers a precision of 0.01%. The samples were subjected to drying at 105°C for a duration of three hours, conducted in five replications (Jahanbakshi et al., 2016). The weights of the samples were recorded before and after the drying process to calculate moisture content and dry matter. The moisture content and dry matter of the drumstick samples were subsequently determined using the mathematical expressions provided in Equations (1) and (2), respectively, as delineated by Moghadam and Kheiralipour (2015):
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	                                                                                                                         (2)
The variables are defined as follows: MC represents the moisture content of the drumstick expressed as a percentage (%),  denotes the initial mass of the drumstick sample in grams (g),  is the mass of the drumstick after drying, also in grams (g), and DM refers to the dry matter content of the drumstick expressed as a percentage (%).The average moisture content and dry matter of the drumstick samples were found to be 83.91% and 16.08%, respectively. These measurements were conducted on samples maintained at their inherent natural moisture level prior to analysis.
A total of 10 drumstick samples were randomly chosen for physical property assessment. Their dimensions length (L), width (W), and thickness (T) were measured using a woven meter tape (Truvic Company) with a minimum measurement accuracy of 1 mm (Fig 1) and a digital caliper (Adoric 0-6'') providing precision up to 0.01 mm (Fig 2). The geometric mean diameter, arithmetic mean diameter, and sphericity of the samples were then computed using the formulas presented in Equations 3, 4, and 5, respectively.
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The geometric mean diameter (), arithmetic mean diameter (), and sphericity () of the drumstick samples were defined as follows:  represents the size of a hypothetical sphere whose diameter reflects the combined dimensions of length, width, and thickness;  is the simple average of these three linear dimensions; and  indicates the degree to which the drumstick shape approximates a sphere, measuring the ratio of the geometric mean diameter to the length. The surface area () and aspect ratio () of the drumstick were determined using Equations 6 and 7, respectively.
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The mass of the drumstick was determined using a digital electronic balance (Luniya brand) featuring a sensitivity of 0.01 g (Mohsenin, 1986).
2.2 Determination Mechanical properties (Cutting Force) of drumstick
Cutting force evaluation was performed using a Texture Analyzer (TA HD Plus) equipped with a specialized cutting probe. Four drumstick pieces samples were randomly selected and individually placed on the cutting probe for testing (Warner-Bratzler and Guillotine). The analysis was conducted under compression mode with test parameters set to a speed of 2.00 mm/s, a travel distance of 16.00 mm, and a trigger force of 5.0 g. Each measurement was repeated four times to ensure data reliability, and all results were captured directly from the analyser’s system for subsequent analysis, all tests were carried out at a room temperature of 35-37 0C. A single segment of drumstick pod was positioned on a slotted steel test platform (Fig. 3) for shear testing. Four pods were tested, and a force–deformation curve was recorded for each replicate. The shear characteristics of the drumstick pod were then derived from these individual force–deformation curves in accordance with standard mechanical testing practice for biological material. (Abbott 2004)
3. Results and Discussion 
3.1 Engineering Properties 
The engineering characteristics of drumstick samples were determined, and the results are summarized in Table 1. The average length, width, and thickness of the drumsticks were found to be 422 mm, 14.28 mm, and 11.75 mm, respectively. The arithmetic mean diameter was calculated as 22.74 mm, while the geometric mean diameter was 19.15 mm. The surface area of the samples averaged 1.186 mm². Sphericity and aspect ratio were recorded as 0.45% and 34.30%, respectively. The mean mass of the drumstick samples was measured as 0.044 g, moisture content of drumstick pod were determined 83.92 % respectively. The engineering properties of drumstick pods, including length, width, thickness, mean diameters, surface area, sphericity, aspect ratio, and mass, provide essential information for post-harvest handling, processing, and equipment design. The high length and low sphericity indicate that drumsticks are elongated and less spherical, which affects their flow, packing, and susceptibility to mechanical damage during transport and processing. The aspect ratio suggests that specialized handling systems may be required to minimize breakage. The measured mass and surface area are critical for optimizing packaging, storage, and drying protocols. These findings highlight the need for custom-designed machinery and handling methods to efficiently process drumstick pods, ensuring product quality and reducing losses during mechanical operations.




Table 1. Engineering Properties of drumstick Pod
	Parameter 
	Mean 
	Max 
	Min 
	SD
	CV %

	Length (mm)
	422
	510
	330
	90.01
	21.40

	Width (mm)
	14.28
	17.2
	12.4
	2.42
	16.54

	Thickness (mm)
	11.75
	14.3
	10.1
	2.12
	17.56

	Arithmetic mean diameter (mm)
	22.74
	25.50
	20.33
	2.59
	11.32

	Geometric mean diameter (mm)
	19.15
	22.29
	17.39
	2.48
	12.66

	Sphericity (%)
	0.45
	0.53
	0.38
	2.075
	16.56

	Surface area (mm2)
	1.186
	1.279
	1.113
	0.083
	6.98

	Aspect ratio 
	34.30
	41.14
	27.45
	6.85
	19.96

	Mass (g)
	0.044
	0.065
	0.035
	0.015
	32.07

	Moisture content (%)
	83.91
	85.05
	82.94
	1.06
	1.26


Table 2. Mechanical Properties of drumstick Pod in the cutting force test
	Batch Test
	Peak force (N)
	Peak positive force (N)

	T11
	28.63
	231.99

	T12
	87.90
	253.63

	T13
	4.73
	4.73

	T14
	54.60
	311.23

	Mean(g)
	43.93
	200.43

	S.D. (g)
	35.64
	134.72

	CV %
	81.13
	67.19


[image: ]Fig 1: Measuring Cloth Tape
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Fig 2: Vernier caliper 
3.2 Mechanical properties 
Table 2 show mechanical properties of drumstick pod, mechanical cutting force of the locally available PKM-1 variety drumstick pod was comprehensively determined using a Texture Analyzer (TA HD Plus) equipped with a P-5 probe (Fig. 3). The critical force parameters necessary for post-harvest management equipment design were recorded, showing the peak force and peak positive force to be 43.93N and 200.42N, respectively. The significant difference between these two values is primarily attributed to the irregular shape and non-uniform structural density of the drumstick pod, which causes fluctuating resistance during cutting. Furthermore, the cutting force is directly influenced by the moisture content of the pod. For processing applications, such as cutting the drumstick into smaller pieces, the maximum required forces were considerably higher, demanding a maximum peak force of 87.90N and a maximum peak positive force of 311.23N (Fig 4). These maximum values represent the essential design capacity for any mechanical cutting system to ensure consistent and complete sectioning of the pod.
[image: ]                                        [image: ]
Fig 3: Cutting test of drumstick pod by using Texture analyser
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Fig 4: Force-time curve for cutting drumstick pod
4. Conclusion
1. Engineering and mechanical properties of drumstick pods are essential for minimizing mechanical damage and designing efficient harvesting and post-harvest machinery. 
2. The maximum cutting force and peak positive force (43.93 N and 200.43 N, respectively) are key parameters for equipment design and operational optimization. 
3. Cutting force increases with higher moisture content (wet basis), influencing the design and operation of post-harvest tools. 
4. These findings support the development of machinery that adapts to varying pod conditions, improving efficiency and reducing product losses in post-harvest management.
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