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	Please write a few sentences regarding the importance of this manuscript for the scientific community. A minimum of 3-4 sentences may be required for this part.


	It has been demonstrated that readily crystalline Gs can function as switches that bear a resemblance to memory. Semiconducting glasses offer substantial benefits to designers specialising in optics and optoelectronics, owing to their elevated infrared transmittance, diminished phonon energy, and enhanced malleability. Consequently, these materials have been regarded as optimal for use in a variety of applications, including thermal imaging, chemical sensors, mid-infrared (IR) optics, radiation insulation, and amplification.
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	It is evident that the significance of this research in practical applications was not addressed, and the objective of the study was not clearly delineated.
	

	Is the manuscript scientifically, correct? Please write here.
	The results presented in Tables 1 and 2 are devoid of scientific explanation.
	

	Are the references sufficient and recent? If you have suggestions of additional references, please mention them in the review form.
	While the existing references are sufficient, it is preferable to replace older references with more recent ones.
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	The article is written in English, and the standard of the language is satisfactory.
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	1. The numbering of the equations presented in the article is erroneous and requires rectification; the references to the equations in the text also necessitate correction.
2. The Preparation Methods section of the article makes reference to the use of (XRD), yet the Results and Discussion  section does not include the results of the dental ( XRD).
3. The article is devoid of scientific substantiation pertaining to the alteration in on the bond distribution, cohesive energy (CE), average heat of atomization (Hs) and average electro negativity χave values when the indium dopant ratio undergoes an increase.
4. A more detailed explanation of the modus operandi of the (CBA) model is required.
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