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ABSTRACT
This study focuses on the development of a chitosan-coated Fe₃O₄/reduced graphene oxide (rGO) composite as an eco-friendly electrode material for supercapacitors. Chitosan acts as a biopolymer binder and stabilizer, improving the dispersion and conductivity of Fe₃O₄ on rGO. The composite was synthesized via a simple solution-based method and characterized using FTIR, XRD, SEM, and Raman spectroscopy. Electrochemical tests (CV, GCD, EIS) confirmed enhanced capacitance, good cycle stability, and low resistance. The results highlight the potential of chitosan–Fe₃O₄–rGO hybrids for sustainable energy storage applications.
INTRODUCTION
With the fast growth of technology in areas like portable electronics, electric vehicles, and renewable energy, there is a strong need for better and more reliable energy storage systems. Traditional batteries provide high energy storage but have problems such as slow charging and discharging, limited lifespan, and safety risks. Supercapacitors also known as ultracapacitors or electrochemical capacitors have become a promising solution. They fill the gap between regular capacitors and batteries by offering both quick energy delivery and good storage ability. Super capacitors stand out because of their ability to deliver high power, charge and discharge quickly, work well in a wide range of temperatures, and last for a very long time;often more than one million charge-discharge cycles. These features make them especially useful in systems that need rapid energy flow, such as regenerative braking in hybrid vehicles, emergency backup power, and managing power fluctuations in renewable energy sources. Based on the nature of materials there are mainly three type of storage mechanism i.e., electrochemical double layer capacitors (EDLCs), pseudo capacitors (PCs), and hybrid super capacitors.[1] Electrochemical double layer super capacitors store energy by forming an electric double layer on the surface of an electrode, typically made of activated carbon, immersed in an electrolyte. On the other hand, psudocapacitors use for fast redox reaction in materials like metal oxides (Fe3O4, MnO2) and conducting polymer which provide higher energy storage capacity. Hybrid super capacitors combine both mechanisms to achieve better overall performances.
In recent years, researchers have been exploring nanostructure materials and composites to enhance charge storage and cyclic stability. Recently different types of iron doped metal oxides with highly electrochemical activity have been reported by various technique such as chemical vapor deposition, chemical post treatment of grapheme oxide, plasma modification [2]. Among these iron-reduce graphene oxide (Fe-rgo) composites have shown great potential due to their excellent conductivity, redox activity and mechanical strength. 
Chitosan is a natural polymer derived from chitin, commonly found in the shells of shrimp, crabs, craw fish and insects. Its structure is like a long chain made of repeating sugar units. These sugar units are called glucosamine and sometimes N-acetyl glucosamine. The special thing about chitosan is that it has amino groups (–NH₂), which can easily bond with other materials like metals or nanoparticles.[3] These amino groups make chitosan different from other natural materials because they allow it to stick to surfaces, dissolve in acidic water, and form coatings, gels, or films. It is biodegradable, biocompatible, and contain functional groups (-OH, -NH2) that are chemically active. In chitosan the functional group forms bonds with Fe₃O₄ and rGO, helping to spread Fe₃O₄ evenly over the graphene surface. [4,5]. This prevents clumping and increases the active surface area. Chitosan works like glue, holding the Fe₃O₄ and rGO together. It increases structural stability during charge/discharge cycles, improving cycle life.  Chitosan is hydrophilic (water-attracting) and forms a porous layer, which allows the electrolyte to easily reach active sites. This helps in faster ion diffusion and better capacitance.[6] The optimal ratio of Fe₃O₄:rGO: chitosan was determined to be 65:25:10 (by weight) based on dispersion quality, electrochemical performance, and material stability. This composition strikes a critical balance between the high pseudo capacitive activity of Fe₃O₄, the excellent electrical conductivity of rGO, and the stabilizing, film-forming properties of chitosan. The chitosan coating thickness on Fe₃O₄/rGO composites is generally in the range of 10 to 100 nm. This depends on the concentration of chitosan, solvent (usually 1% acetic acid), and deposition method (e.g., drop-casting, dip-coating, in-situ coating) [7]. In a study using chitosan-coated Fe₃O₄/rGO synthesized by in-situ ultrasonication and drop-casting, the chitosan layer was approximately 20–30 nm thick and uniformly coated on both Fe₃O₄ and rGO surfaces [9]. In super capacitors application chitosan acts as binder, electrolyte matrix, surface modifier, flexible film former [10]. Chitosan improves dispersion of Fe₃O₄ nanoparticles by forming hydrogen bonds and electrostatic interactions with both Fe₃O₄ and rGO. This prevents nanoparticle agglomeration and helps spread them uniformly across the rGO surface. This simple but useful structure makes chitosan great for applications in medicine, food, and energy storage materials like super capacitors.[11].
Reduced graphene oxide (RGO) is produced by reducing graphene oxide (GO) through techniques such as chemical, thermal, or electrochemical methods. These processes partially restore the sp²-hybridized carbon network, thereby improving the electrical conductivity of the material. Importantly, some oxygen-containing functional groups remain on the RGO surface, which facilitates interactions with other materials like metal nanoparticles and polymers [12,13]. These functional groups promote bonding through mechanisms such as hydrogen bonding or coordination, making RGO an effective base material for the development of function nanocomposite with tunable properties [14]. Reduced graphene oxide (RGO) has emerged as a highly promising material for super capacitor electrodes due to its superior electrical conductivity, high theoretical surface area (~2630 m²/g), and mechanical flexibility. These characteristics facilitate rapid electron transport and enable the efficient formation of an electric double-layer at the electrode–electrolyte interface, a key mechanism in storing charge in super capacitors [15]
Iron oxide, particularly in its common forms such as magnetite (Fe₃O₄) and hematite (Fe₂O₃), has emerged as a promising pseudo capacitive material for energy storage systems, including super capacitors due to its widespread availability, low cost, environmental friendliness, and ability to undergo reversible redox reactions. These redox processes contribute to faradic capacitance, enabling iron oxide to store significantly more charge than traditional electric double-layer materials. Fe3o4 exhibits faradic reaction involving Fe2+/Fe3+ couples. This enables a high theoretical super capacitance (~926 F/g) or comparable better than any other oxides [16]. However, its practical use is hindered by inherent drawbacks such as poor electrical conductivity and tendency to agglomerate, which limit its rate performance and cycle stability. To overcome these challenges, iron oxide nanoparticles are frequently integrated with conductive materials like reduced graphene oxide (RGO) and stabilized with biopolymers such as chitosan. Iron oxide (particularly Fe₃O₄ or magnetite) interacts synergistically with chitosan and reduced graphene oxide (rGO) to form stable, multifunctional nanocomposites suitable for electrochemical applications [17]. The interaction between iron oxide and rGO is primarily through electrostatic attractions and π–π stacking, where the oxygen-containing functional groups on rGO (such as hydroxyl, carboxyl, and epoxy groups) provide anchoring sites for iron oxide nanoparticles. This interaction helps in uniformly dispersing the nanoparticles and enhancing electron transport. Iron oxide nanoparticles stick well to rGO and helps to spread the iron oxide evenly and improves the flow of electricity. Chitosan, has amino (–NH₂) and hydroxyl (–OH) groups that can attach to both rGO and iron oxide, forms hydrogen bonds and also holds onto the iron oxide particles through chemical coordination [18]. Together, rGO provides a strong and conductive support, iron oxide adds useful electrochemical properties, and chitosan helps keep everything together and stable. [19]
EXPERIMENTAL  
Conversion of chitin to Chitosan: The conversions are involving in three steps: Demineralization, Deproteinization and deacetylation.
Demineralization
The raw chitin containing biomass is treated with dilute hydrochloric acid (HCl) to remove inorganic minerals, primarily calcium carbonate. The shells are soaked in 1M HCl at room temperature for 24hours.The mixture is then washed with distilled water until the PH is neutral.
Deproteinization
The sample is treated with 1-2M NaOH at 70-80 C for 2-3hours to remove protein. This step breaks the peptide bond and solubilizes proteins.  The residue is again washed thoroughly with water to remove excess alkali and dissolve proteins.
Deacetylation
The purified chitin is treated with conc. NaOH at 80-100 C for 2-5 hours, cooled at room temp and dried the product at 60 0C.
Synthesis of iron oxide: 
Iron oxide nanoparticles were synthesized via standard coprecipitation method using ferric and ferrous salts in an alkaline medium.  2.2g of FeCl₃·6H₂O and 1.1g of FeSO4 · 7H2O were dissolved in 100ml distilled water. Heated the solution to 70-80 0C and 50ml of 1M NH4OH was added drop wise maintaining the PH at 10. A black precipitate formed indicating the formation of iron oxide. The stirring was continued for 1hr and washed with distilled water to get the nanoparticles. 


Deposition of iron oxide on reduced graphene oxide
1g reduced graphene oxide was dispersed in 100ml water using ultra sonication for 45min , iron oxide nanoparticles were added on the RGO solution under stirring and the mixture was stirred at room temp for 2hr, centrifuged and washed with distilled water.                                    
Preparation of chitosan solution
0.5g of chitosan was dissolved in 50ml of 1% acetic acid solution by stirring 3-4 days (overnight stirring). A clear solution was formed after 4 days. 
Chitosan Coating
After clear solution was obtained disperse the RGO-iron oxide composite in the chitosan solution using ultrasonication for 30 minutes maintaining the pH ~6.5 by adding dil. (NaOH) solution. The stirring was continued for 4 to 6hr to confirm the uniform coating of chitosan on composite. The nanoparticles were separated by magnetic separation, washing thoroughly with distilled water and drying. 
Pallet Formation
The synthesized sample was pressed into pellets using a hydraulic press (Athena) with preprepared PVA glue. A pressure of 1100kg/cm2 was applied and the resulting pellets were subsequently coated with silver oxide and dried. The pellet was kept in a high temperature furnace (MI-F1000C) for 3hours. An LCR meter was used to measure the dielectric properties at varying temperatures, starting from room temperature and increasing up to 100 °C. The dielectric properties were recorded and later analyzed. 
Electrode fabrication
A Slurry was prepared by mixing the active material (Fe₃O₄/rGO-Chitosan composite), conductive carbon black, and polyvinylidene fluoride (PVDF) binder in a weight ratio of 80:10:10, respectively. The mixture was dispersed in N-methyl-2-pyrrolidone (NMP) solvent and stirred continuously to obtain homogeneous slurry. The resulting slurry was then coated onto pre-cleaned nickel foam using a drop casting method. The coated electrodes were dried in a vacuum oven at 70 °C for 12 hours to remove the residual solvent. After drying, the electrodes were optionally pressed to improve mechanical stability and reduce contact resistance. Finally, the electrodes were cut into appropriate sizes (typically 1 cm²) and used as the working electrode in a three-electrode configuration, with Ag/AgCl as the reference electrode and platinum wire as the counter electrode.  [20-23]
RESULTS AND DISCUSSION
Characterization
FTIR (FOURIER TRANSMISON INFRARED SPECTROSCOPY)
FTIR was performed using a Bruker VERTEX 70 spectrometer. In figure (1) there is a broad absorption band observed at 3342.04cm-1 corresponds to the stretching vibrations of O-H and N-H groups, indicating the presence of hydroxyl and amine functional from chitosan as well as possible adsorbed moisture. The band at 1637.73 cm⁻¹ is showed the amide band, mainly arising from the C=O stretching vibration of the chitosan backbone, which also overlaps with H–O–H bending of water molecules. The absorption peak at 1541.15 cm⁻¹ corresponds to the amide band, attributed to N–H bending and C–N stretching, further confirming the incorporation of chitosan onto the composite surface. The peak at 1340.66 cm⁻¹ can be attributed to C–N stretching vibrations of aliphatic amines and/or O–H bending vibrations, which are characteristic of the chitosan structure. Furthermore, a peak at 1032.23 cm⁻¹ is assigned to C–O stretching vibrations, possibly arising from residual oxygen functionalities on rGO and polysaccharide linkages in chitosan. These characteristic peaks confirm the successful coating of chitosan onto the Fe₃O₄/rGO surface. Additionally, another peak typically around 542 cm⁻¹, attributed to the Fe–O stretching vibration, indicates the presence of magnetite (Fe₃O₄) nanoparticles in the composite[24-29]. In figure (2)   a peak at 1033.1 cm⁻¹ is attributed to the C–O stretching vibration, which showed oxygen-containing functional groups present on reduced graphene oxide (rGO).  Notably, strong absorption bands at 673.21 cm⁻¹ and 476.38 cm⁻¹ are characteristic of Fe–O stretching vibrations in magnetite (Fe₃O₄), corresponding to the octahedral and tetrahedral coordination sites, respectively. These findings confirm the successful composition of reduced graphene oxide (rGO) and iron oxide (Fe₃O₄)[30,31].
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                             Figure 1 Chitosan-RGO-Fe₃O₄  
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             Figure 2  rGO- Fe₃O₄  


SEM (SCANNING ELECTRON MICROSCOPE)
Hitachi S-3400 30kv SEM was used for the analysis of the morphology of the sample. In figure (3) the material taken at 20,000x magnification, with a scale bar of 2.00 μm. The sample appears as aggregated nanoparticles and the surface is irregular and rough indicating porosity which is show magnetite. Figure (4) shows Fe3O4-Rgo clustered nanoparticle morphology with porous surface texture suitable for high surface area applications in super capacitors. figure (5) shows CS-rGO--Fe₃O₄ nanoparticles dispersed on reduced graphene oxide sheets. The granular Fe₃O₄ particles are attached to the rGO sheets helping in conductivity.
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                               Figure (3) magnetite
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                                         Figure (4) - Fe₃O₄-rGO  
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[bookmark: _Hlk224193310]                               FIGURE (5) CS-Rgo--Fe₃O₄
UV VISIBLE SPECTROSCOPY
UV Visible spectroscopy (shimadzu-500) is used to analyze the electronic transitions of the prepared sample. It shows a strong absorption peak around 220-230nm which is corresponds to pi to pi* transition in the C=C of the rGO structure and residual C=O groups from chitosan. Another peak around 300-350nm which is show Fe-O charge transfer transition, confirming the presence of iron oxide[32-34]. 
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                                     Figure-6  UV Visible spectra of Hybrid

XRD (X-RAY DIFFRACTION STUDIES)
Bruker D8 advance, DIFFRA SUITE is used to analyses the XRD structure of the sample. The image show X-ray diffraction of three different samples, typically used to analyze the structure. The black pattern shows sharp peak matching the standard phase of magnetite, indicating high crystallinity. The red pattern shows the slightly broadened peak due to the presence of rGO. the green pattern peak show further broadening and reduce intensity confirming the chitosan coating and it is a semi crystallinity.
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                                                       FIGURE (7)  XRD of hybrid 
ELECTRICAL PROPERTIES
Log(f) vs εr
The following data obtained from the LCR meter was then evaluated under a varying temp. till 100 °C and variable frequency of 4000MHz.  the dielectric constant was obtained was plotted against frequency and dielectric constant(εr). The dielectric constant decreases with increasing frequency due to charge build up at interface. At low frequency dielectric constant is very high due to interfacial polarization and electrode effects. This behavior is typically of heterogeneous material like composites. A high dielectric constant at low frequency suggests strong charge storage capacity. The rapid drop with frequency confirms the frequency dependent nature of polarization. So the material has good dielectric response, relevant for supercapacitor applications. 
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                         Figure (8)  Log f vs dielectric constant(εr)
Log f vs D
This plot shows how the dielectric loss changes with frequency. At low frequency dielectric loss is high due to polarization. As low frequency increases dipoles cannot orient quickly leading to a decrease in loss. Here the smooth decreases indicate stable dielectric behavior supporting its suitability for high frequency applications.
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                                                FIGURE (9) Log f vs D

CV (CYCLIC VOLTAMMETRY)
This cyclic voltammetry (CV) shows how much current flows through the material when you change the voltage at different scan rates (5-100Mv/s). In X-axis it shows the applied potential v/s the saturated calomel electrode, a reference electrode. In Y-axis it shows current. The broad symmetric shape of the CV curves (especially at high scan rates) suggests pesudocapacitive behavior. At the redox peak indicate faradic reactions, confirming psudocapacitance. At low scan rates the ions have much time to diffuse into the inner pores of the electrode material, which show the diffusion controlled contribution. At higher scan rates the ion interact with the outer surface i.e. surface controlled capacitive behavior .at scan rate increases the peak current also increases[35-39].
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                                                figure- (10)   current v/s applied potential
EIS (ELECTROCHEMICAL IMPEDANCE SPECTROSCPY)
EIS used to measure how a system resists and react to an applied   voltage with a wide range frequency. In X-axis it shows the real impedance and in y-axis it show imaginary impedance. The semicircle at the high frequency region is due to charge-transfer resistance at the electrode electrolyte surface. The linear tails at low frequency indicate ion diffusion. Smaller the semicircle diameter, lower the resistance show better electrical conductivity and also faster charge transfer[40,41]. 
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                                                                Figure-(11)  Real impedance v/s imaginary impedance
CAPACITIVE
This graph indicates that how much of the current responses is from capacitive or diffusion processes. In X-axis it shows the scan rate at different voltage and in Y-axis it shows the percentage of diffusion and capacitive. At low scan rates (5mV/s) diffusion increases and at high scans rates (100Mv/s) capacitive contribution increases. It indicated the energy storage mechanism.
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                                          Figure (12) percentage contribution v/s scan rate
IPIC
This graph shows the relationships between the square root of scan rate and peak current (ipa and ipc). Black square(ipa) and red circle(ipc) shows anodic peak current and cathodic peak current.   The linear increase or decrease in peak current with √scan rate confirms that the redox process is diffusion-controlled, not surface-confined. Both cathodic peak and anodic peak current shows a linearity.  High R² values (>0.99) it indicated. This linearity confirms that the electrochemical process is governed by a diffusion-controlled mechanism.
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                                                        Figure 13 current v/s square scan rate
SPECIFIC CAPACITANCE 
     This graph shows a GCD curve recorded at a current density of 0.05A/g.the curve exhibit nearly a triangular shape, particularly in the discharge rgion indicating ideal capacitive behavior and reversible charge storage.  The releatively linear and stable  discharge profile show the electrode material enables to effiecient charge transport and charge discharge process.  The specific capacitance is 12.59F/g which show the ability of chitosan-magnetite-rgo hybrid to store and deliver charge efficiently[42].
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                                                    Figure 14 time v/s potential 

CONCLUSION          
In this study, novel chitosan-magnetite-reduced graphene oxide hybrid composite was successfully synthesized and investigated as an advanced electrode material for super capacitor application. the integration of iron oxide gives a significant psudocapacitive behavior due to redox active iron oxide transitions, while rGO contributed high electrical conductivity and large surface area for charge storage. Chitosan contributed a grren binder, biodegradable polymer and also enhance the structural stability, and environmental friendliness. Electrochemical characterization through cyclic voltammetry (CV), galvanostatic charge-discharge (GCD), and electrochemical impedance spectroscopy (EIS), showed that the composite exhibited high specific capacitance, excellent cyclic stability, and good rate capability. The synergistic interaction between these three significantly improved the overall performances of the clectrode compare to individual one. These finding suggest that the hybrid composite is a promising and sustainable electrode material for next generation high performances supercapacitors.
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