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	Reviewer’s comment


	Author’s Feedback (It is mandatory that authors should write his/her feedback here)



	Please write a few sentences regarding the importance of this manuscript for the scientific community. A minimum of 3-4 sentences may be required for this part.


	The presence of flexural strength, hardness, and fracture toughness of polymer-infiltrated ceramics to lithium disilicate to assess clinical suitability. The writing is mostly clear and the figures and tables support the findings effectively. 


	

	Is the title of the article suitable?

(If not please suggest an alternative title)


	Yes
	

	Is the abstract of the article comprehensive? Do you suggest the addition (or deletion) of some points in this section? Please write your suggestions here.


	Abstract should be written in single paragraph. Need not mention subtitle. Order of sentence should be written properly as existing work, present study, methodology, key results with scientific reasons, and finally applications. Keywords may be increased to one or two. IPS, VITA should be abbreviated properly in the abstract. 


	

	Is the manuscript scientifically, correct? Please write here.
	Yes Though all figures are to be clearly described with scientific reasons. Moreover, result may be compared with recent valued insightful citations.
	

	Are the references sufficient and recent? If you have suggestions of additional references, please mention them in the review form.
	Introduction section valuable insight citations should be incorporated to describe the research gap more precisely.  if needed closely related references of this present work may be cited,

https://doi.org/10.1016/j.ceramint.2023.03.304,

https://doi.org/10.1016/j.matchemphys.2024.129755
https://doi.org/10.1016/j.matchemphys.2024.129755

	

	Is the language/English quality of the article suitable for scholarly communications?


	Ensure the English Language throughout the manuscript.
	

	Optional/General comments


	1. Table 1 should be properly labelled. In table 1 units should be properly mentioned.

2. Ensure that all equations should be properly numbered. Moreover, equations may be cited if needed.

3. Entire structure of the manuscript is not properly described the significant points.

4. Don’t mention Graph 1, Graph 2 etc., It can be mentioned as Figure 1, Figure 2 etc.,

5. If figures are properly mentioned are bar chart, then no need to mention the tabular form.

6. All figures are to be clearly described with scientific reasons. Moreover, result may be compared with recent valued insightful citations. if needed closely related references of this present work may be cited,

https://doi.org/10.1016/j.jmbbm.2023.106095
https://doi.org/10.1016/j.mtcomm.2023.107067
7. Need improvement in Result and discussion session. Key outcomes should be elaborately discussed with insightful citations.

8. Under each result in terms of figures, discussion should be made with proper justification.

9. Conclusion should be written as point by point possess key outcomes with specified applications.

10. Ensure the English Language throughout the manuscript.
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