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PART 1


	
	Comments of the Reviewers
	Author’s Feedback 


	Please write a few sentences regarding the importance of this manuscript for the scientific community. A minimum of 3-4 sentences may be required for this part.
	This manuscript addresses a timely topic in corrosion science by exploring the use of a plant-derived starch extract as a green corrosion inhibitor for mild steel in acidic media. The study is relevant because it contributes to the growing search for environmentally friendly alternatives to conventional synthetic corrosion inhibitors, especially for industrial systems involving hydrochloric and sulfuric acid solutions. The use of Caladium tricolor starch appears to be locally available and underutilized in that region.
	














































PART  2

	


	
	Rating of the Reviewers
	Author’s Feedback 

	1. Is the title clear and appropriate for the study? 
Rating Scale: 
5 = Excellent 4 = Good 3 = Satisfactory 2 = Needs Improvement 1 = Poor N/A = Not Applicable
	4
	

	2. Is the abstract of the article comprehensive? 
Rating Scale: 
5 = Excellent 4 = Good 3 = Satisfactory 2 = Needs Improvement 1 = Poor N/A = Not Applicable
	3
	

	3. Are the keywords appropriate and useful?
Rating Scale: 
5 = Excellent 4 = Good 3 = Satisfactory 2 = Needs Improvement 1 = Poor N/A = Not Applicable
	3
	

	4. Is the background information of the paper sufficient and well organized?
Rating Scale: 
5 = Excellent 4 = Good 3 = Satisfactory 2 = Needs Improvement 1 = Poor N/A = Not Applicable
	3
	

	5. Are the research objectives/hypotheses clearly stated?
Rating Scale: 
5 = Excellent 4 = Good 3 = Satisfactory 2 = Needs Improvement 1 = Poor N/A = Not Applicable
	3
	

	6. Is the literature review relevant and up to date?
Rating Scale: 
5 = Excellent 4 = Good 3 = Satisfactory 2 = Needs Improvement 1 = Poor N/A = Not Applicable
	3
	

	7. Is the research methodology appropriate for the study?
Rating Scale: 
5 = Excellent 4 = Good 3 = Satisfactory 2 = Needs Improvement 1 = Poor N/A = Not Applicable
	3
	

	8. Were ethical issues properly addressed (if applicable)?
Rating Scale: 
5 = Excellent 4 = Good 3 = Satisfactory 2 = Needs Improvement 1 = Poor N/A = Not Applicable
	3
	

	9. Are the results presented clearly? 
Rating Scale: 
5 = Excellent 4 = Good 3 = Satisfactory 2 = Needs Improvement 1 = Poor N/A = Not Applicable
	3
	

	10. Are tables and figures clear, relevant, and necessary?
Rating Scale: 
5 = Excellent 4 = Good 3 = Satisfactory 2 = Needs Improvement 1 = Poor N/A = Not Applicable
	3
	

	11. Does the discussion relate findings to existing literature?
Rating Scale: 
5 = Excellent 4 = Good 3 = Satisfactory 2 = Needs Improvement 1 = Poor N/A = Not Applicable
	3
	

	12. Are the conclusions supported by the data?
Rating Scale: 
5 = Excellent 4 = Good 3 = Satisfactory 2 = Needs Improvement 1 = Poor N/A = Not Applicable
	3
	

	13. Are the limitations of the study discussed?
Rating Scale: 
5 = Excellent 4 = Good 3 = Satisfactory 2 = Needs Improvement 1 = Poor N/A = Not Applicable
	3
	

	14. Are the references relevant and sufficient (in number)?
Rating Scale: 
5 = Excellent 4 = Good 3 = Satisfactory 2 = Needs Improvement 1 = Poor 
N/A = Not Applicable
	3
	

	15. Is the manuscript written in clear and understandable language?
Rating Scale: 
5 = Excellent 4 = Good 3 = Satisfactory 2 = Needs Improvement 1 = Poor 
N/A = Not Applicable
	2
There are some grammatical errors, few awkward expressions, inconsistent terminology, and some typographical issues throughout the manuscript. For example, the manuscript alternates between Caladium tricolor, Caladium bicolor, and different abbreviations such as CTS/CBS/CSE/CLE, which creates confusion and should be corrected throughout the paper.
The abstract should contain the general aim and some key findings, but it contains incomplete wording and lack numerical data.
The authors should provide the chemical composition or grade of the mild steel, the exact exposed area after suspension, the number of replicate experiments, the method used, error margins, and how the coupons were suspended during immersion.
The units in the results are not in uniform. For example, In Table 1, inhibitor concentrations are presented as 5 ml, 10 ml, 15 ml, 20 ml, whereas in Table 2 the concentrations are shown as 0.3 g/L, 0.5 g/L, 0.7 g/L, 0.9 g/L
	





PART 6

	Editorial Comments (This section is reserved for the comments from journal editorial office and editors):


	
	Author’s Feedback

	
This manuscript addresses a relevant topic in green corrosion inhibition using a locally sourced plant starch. However, the manuscript has several errors which are inconsistent terminology and concentration units, and substantial language issues. I believe the work may become publishable after major revision.
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	Reviewer’s comment
	Author’s Feedback (It is mandatory that authors should write his/her feedback here)


	Are there ethical issues in this manuscript? 

	(If yes, Kindly please write down the ethical issues here in details)
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